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TEST REPORT 
Client name: Huizhou Epever Technology Co., Ltd. 

Client address: No.103, Dongxing Rd, Chenjiang Street, Zhongkai High-Tech Zone, Huizhou, China 

Sample name: Residential Hybrid Inverter 

Sample model: ELS3K, ELS3K6, ELS4K, ELS4K6, ELS5K, ELS6K 

Sample quantity: 1 PC (1#) 

Sample receipt date: Aug.29, 2024 

Testing period: Aug.30, 2024 to Sep.09, 2024  

Test item: According to customer requirements, to done Neutral salt spray test on the commissioned 
sample. 

Test method: According to the customer request 

Test result: See test result. 

Tested by：          Inspected by：      Approved by： 
  (Signature)     (Signature)    (Signature) 

Shenzhen HuaYao Compliance Testing Laboratory Co.,Ltd. 
Issued Date: Sep.11, 2024 

Notes: 
The test report is responsible to the sample accepted by the laboratory only, The test report is 

invalid without the stamp of “signature seal of test unit”, the modified report is invalid, The part of Copy 
report is invalid, The test report without the signatures of operator, supervisor and manager is invalid; 
when there is disagreement to the test report, The test unit should be informed within 10 days since 
the report is received by the client, Overdue information will not be accepted. 
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Description of sample: 
Test before, Sample aspect no damage, no abnormal phenomenon. 
 
Test condition and requirement: 
--Test box temperature: 35℃; 
--Compressed air pressure (Kgf/cm2): 1.0; 
--Pressure buckets temperature: 47°C; 
--Brine concentration: (5±1) %; 
--PH value: 6.5~7.2; 
-- Spray amount (ml/ 80cm2 /h): 1.0~2.0; 
-- Spray time: 240h. 
 
Test equipment or instrument: 

 
Test result: 

Sample No. Test result 

1# 
After the test, the appearance of the sample is normal, there is no rust inside, and 
the external screws are rusty. 

 
Note: Test environment temperature and Relative humidity: 25.2℃, 57%RH. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Internal number Equipment Name Equipment Model Calibration is valid until 

HY-RE-098 Walk-in salt spray room OJN-9610-B 2025-08-07 
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--Appendix Photos: 

  
Before test During test 

 

  
After test After test 

 

  
After test (Screws rusty) After test (Screws rusty) 
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After test (Screws rusty) After test (Screws rusty) 

 

  
After test After test 

 
***End of Report*** 
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DECLARATIONS 
 
 
1.The issuing laboratory is accredited by China National Accreditation Service 

for Conformity, Assessment under accreditation certificates No. L7730. 
 
2.The results relate only to the items tested. 
 
3.This test report shall not be reproduced except in full without the written 

approval of our laboratory. 
 
4.If there is any objection concerning the test data, the client should inform the 

issuing laboratory within 10 days from the date of the report under test return 
to the client. 

 
5.This report is invalid when without seal of Inspection Unit. 
 
6.This report is invalid when without signatures of approver. 
  
7.The number of this report is the same as the number of the relative original 

record. 
 
8.The laboratory is with responsibility for the received sample and the result of 

the test can only reflect the evaluating of the sample. Therefore, examine 
company do not bear any liability for loss direct or indirectly caused to 
applicant by this result of the report. 

 
 

 
 
 
 
 
 
 
 
 

 


